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Wong Siu-Lam, Wilson 
Manager - Hardlines Division 

 
 

 

Applicant : GOTOLO LIMITED 
ROOM 517, 5/F, KWONG LOONG TAI BLDG, 
1016-1018 TAI NAN WEST STREET, LAI CHI KOK,  
KOWLOON, HONG KONG. 

 
 
 
 
Sample Description : One (1) submitted sample of cup stated as the followings: 

 
Description Article No. 
Cup Snap Cup  

 
Sample Photo(s) :  

Date Received : 09 Jul 2014. 
 
 

Test Period : 09 Jul 2014 to 18 Jul 2014. 
 
 

Test Requested : Microwave safe test. 
 
 

Test Details : Refer to the test details requested by the applicant on page 2. 
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Test details requested by the applicant: 
 
Microwave test (Method: Specimens were half filled with water and incubated in microwave oven at power 
800±50 W for 5 minutes. Any shape deformation and/or leakage was inspected and totally 3 cycles (15 
minutes) were repeated or until deformation or leakage was formed. 
 
 
Test Result: 
 

Incubation Time (minutes) 
 
Observation 
 

5 No change in shape and colour and no leakage was found 
10 No change in shape and colour and no leakage was found 
15 No change in shape and colour and no leakage was found 

 
 
 

*****End of report***** 
 
 


